
Page   1 of   2

Engineering Index Properties
Iberville Parish, Louisiana

(Absence of an entry indicates that the data were not estimated.)
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
BA:              |       |               |             |             |      |      |      |      |      |      |      |
 Barbary---------|  0-6  |Muck           |PT           |A-8          |   0  |   0  | ---  | ---  | ---  | ---  | ---  | ---
                 |  6-66 |Mucky clay,    |MH, OH       |A-7-5, A-8   |   0  |   0  | 100  | 100  | 100  |95-100|70-90 |35-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Cc:              |       |               |             |             |      |      |      |      |      |      |      |
 Commerce--------|  0-11 |Silt loam      |CL, CL-ML, ML|A-4          |   0  |   0  | 100  | 100  | 100  |75-100|15-30 |NP-10
                 | 11-29 |Silty clay     |CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  | 100  |85-100|32-45 |11-23
                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 29-60 |Stratified very|CL, CL-ML, ML|A-4, A-6, A- |   0  |   0  | 100  | 100  | 100  |75-100|23-45 | 3-23
                 |       | fine sandy    |             | 7-6         |      |      |      |      |      |      |      |
                 |       | loam to silty |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Ce:              |       |               |             |             |      |      |      |      |      |      |      |
 Commerce--------|  0-9  |Silty clay loam|CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  | 100  |90-100|32-50 |11-25
                 |  9-28 |Silty clay     |CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  | 100  |85-100|32-45 |11-23
                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 28-60 |Stratified very|CL, CL-ML, ML|A-4, A-6, A- |   0  |   0  | 100  | 100  | 100  |75-100|23-45 | 3-23
                 |       | fine sandy    |             | 7-6         |      |      |      |      |      |      |      |
                 |       | loam to silty |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Cn:              |       |               |             |             |      |      |      |      |      |      |      |
 Convent---------|  0-10 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|85-100|15-27 |NP-7
                 | 10-40 |Silt loam, very|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|75-100|15-27 |NP-7
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 40-60 |Silt loam      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
CO:              |       |               |             |             |      |      |      |      |      |      |      |
 Convent---------|  0-10 |Very fine sandy|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|85-100|15-27 |NP-7
                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 10-40 |Silt loam, loam|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|75-100|15-27 |NP-7
                 | 40-60 |Silt loam      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
CS:              |       |               |             |             |      |      |      |      |      |      |      |
 Convent---------|  0-10 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|85-100|15-27 |NP-7
                 | 10-40 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|75-100|15-27 |NP-7
                 | 40-60 |Silt loam      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
CV:              |       |               |             |             |      |      |      |      |      |      |      |
 Convent---------|  0-8  |Very fine sandy|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|85-100|15-27 |NP-7
                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |  8-40 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|75-100|15-27 |NP-7
                 | 40-60 |Silt loam      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
 Fausse----------|  0-10 |Clay, mucky    |CH, MH, OH   |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|50-100|21-71
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 10-60 |Clay, silty    |CH, CL, MH,  |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|45-100|16-71
                 |       | clay, silty   | ML          |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
FA:              |       |               |             |             |      |      |      |      |      |      |      |
 Fausse----------|  0-5  |Clay, mucky    |CH, MH, OH   |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|60-100|31-71
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |  5-10 |Clay, mucky    |CH, MH, OH   |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|50-100|21-71
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 10-60 |Clay           |CH           |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|60-100|31-71
                 |       |               |             |             |      |      |      |      |      |      |      |
FU:              |       |               |             |             |      |      |      |      |      |      |      |
 Fausse----------|  0-10 |Clay, mucky    |CH, MH, OH   |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|50-100|21-71
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 10-60 |Clay           |CH           |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|60-100|31-71
                 |       |               |             |             |      |      |      |      |      |      |      |
Sa:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-11 |Silty clay loam|CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  | 100  |95-100|32-50 |11-25
                 | 11-36 |Clay           |CH           |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|56-85 |30-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
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                                             Table H.--Engineering Index Properties--Continued
                                                        Iberville Parish, Louisiana

_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Sc:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-36 |Clay           |CH, CL       |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|46-85 |22-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
Sh:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-36 |Clay           |CH, CL       |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|46-85 |22-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Sk:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-36 |Clay           |CH, CL       |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|46-85 |22-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SS:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-9  |Clay           |CH, CL       |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|46-85 |22-50
                 |  9-36 |Clay           |CH           |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|56-85 |30-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SY:              |       |               |             |             |      |      |      |      |      |      |      |
 Sharkey---------|  0-9  |Clay           |CH, CL       |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|46-85 |22-50
                 |  9-36 |Clay           |CH           |A-7-5, A-7-6 |   0  |   0  | 100  | 100  | 100  |95-100|56-85 |30-50
                 | 36-60 |Clay, silty    |CH, CL       |A-6, A-7-5,  |   0  |   0  | 100  | 100  | 100  |95-100|32-85 |11-50
                 |       | clay loam,    |             | A-7-6       |      |      |      |      |      |      |      |
                 |       | silt loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Fausse----------|  0-5  |Clay, mucky    |CH, MH, OH   |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|50-100|21-71
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |  5-60 |Clay           |CH           |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|60-100|31-71
                 |       |               |             |             |      |      |      |      |      |      |      |
Tu:              |       |               |             |             |      |      |      |      |      |      |      |
 Tunica----------|  0-25 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  |98-100|95-100|90-100|50-92 |25-62
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 25-60 |Fine sandy     |CL, CL-ML, ML|A-4, A-6     |   0  |   0  | 100  |95-100|65-100|51-100|15-40 |NP-20
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Va:              |       |               |             |             |      |      |      |      |      |      |      |
 Vacherie--------|  0-21 |Very fine sandy|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|65-90 |15-27 |NP-7
                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 21-60 |Clay, silty    |CH           |A-7-6        |   0  |   0  | 100  | 100  | 100  |95-100|51-75 |26-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |

|       |               |             |             |      |      |      |      |      |      |      |
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
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